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4.1

4.2 point defect

4.3 line defect

4.4 dislocation characteristic
4.5 face defect

4.6 body defect
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I 4.2 ~ point defect’

y 4

a

a 1926 (Frenkel )



(Schottky disorder) 4-2a
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2. Interstitial atom
S

0.1nm, H(0.046nm) O(0.061nm) N(0.071nm),
C(0.077nm) B(0.097 nm)
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I4.3 ~ line defecf
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